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Behavior of Reworked Steel Reinforcement Bars in Reinforced Concrete. View online

Laterized Quarry Dust and Crushed Bricks as Alternative Concrete Making

Materials (2017)

Palm Kernel Shell as Partial Replacement for Normal Weight Aggregagte in

Concrete (2017)

Effects of Palm Kernel Shell and Rice Husk Ash as Partial Replacements of
Normal Weight Aggregate and ordinary Portland Cement in Concrete (2017)

POSTGRADUATE STUDENTS SUPERVISION

View online

View online

View online


https://www.researchgate.net/publication/314361870_Behavior_of_Reworked_Steel_Reinforcement_Bars_in_Reinforced_Concrete
http://www.researchjournali.com/view.php?id=3434
https://core.ac.uk/download/pdf/234678627.pdf
https://eijst.org.uk/images/frontImages/gallery/Vol._6_No._8/6.42-54.pdf
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PROJECT TITLE

Experimental, numerical and analytical investigations of the effect of material compositions on the behavior of
waste plastic binder composite for construction purposes

Performance of Silica Fume or Silica Flour on Preventing Strength Retrogression Phenomenon in Hardened
Cement Paste and Mortar at Elevated Temperature

Evaluation of the Properties of Geopolymer Concrete with the Addition of Bamboo Leaf Ash as a Natural
Pozzolanic Material

Effect of Mixing Methods on Plastic and Hardened Properties of Low Water-Binder Ratio Concrete

Rice Straw and Egg Shell As as Partial Replacements of Cement in Concrete

Thermal Insulation Performance Simulation of Concrete Blocks Incorporating Waste Plastic Bottles

Simulation Model for Prediction of the Service Life of Water Retaining and Conveyancing Structures with
Vapour Phase Corrosion Inhibitors and Rust Convertor

The use of wheat straw ash as a partial replacement of cement in concrete
Behaviour of Sisal Fibre Reinforced Concrete in Exterior Beam-Column Joints Under Monotonic Loading
Assessment of Quality Control Practises for In-Situ Concrete: Case Study of Nairobi City County

Effect of Carbon Fiber Reinforced Polymer Strengthening on the Axial Capacity and Ductility of Non-Slender
Square Concrete Columns

Rheological Assessment of Bamboo Leaf Ash - Ordinary Portland Cement for Structural Applications

Effect of sugarcane baggase ash on the physical and mechanical properties of bulked plastic fiber reinforced
concrete

Effect of palm kernel shells and rice husk ash on the physical and mechanical properties of normal weight
concrete

Analysis of Engineering Properties of Laterite Bricks Reinforced with Pineapple Leaf Fibres
Effect of Concrete Made with Lime Treated Palm Kernel Shell and Sugar Cane Bagasse Ash

Effect of Treated Borasus Aethiopium Mart Fiber on the Phyisical and Mechanical Properties of Hollow Block
Motar

Structural performance of concrete with waste glass as part fine aggregates, and wood ash as an admixture
Performance of Reinforced Concrete Beams with Un-Reinforced Openings Loaded in Shear and Bending
Performance of Cassava Starch Modified Reinforced Concrete in Shear and Flexure

Effects of Gum Arabic as Partial Replacement of Cement on the Structural Performance of Laterite Blocks
Investigating the Potential Use of Tuff Aggregates to Produce Lightweight Concrete

Effect of Cassava Starch and Rice Husk Ash on Physical and Mechanical Properties of Concrete

Effect of Temperature and Relative Humidity on the Self-Healing Efficiency of Bacteria and Fly Ash in Concrete

Experimental Study on the Influence of Mogadishu Manufactured Sand on the Engineering Properties of
Concrete

Structural Performance of Rubberised Concrete Incorporated with Burnt Clay Brick Powder as Partial Cement
Replacement

Evaluating Superplasticizer Compatibility in Production of High Performance Concrete using Portland
Pozzolana Cement CEMII/B-P

Performance Prediction of Palm Kernel Shell Concrete with Nano Palm Oil Waste Ash as a Supplementary
Cementitious Material

Experimental and Numerical Study of the Effect of Fiber Treatment on the Mechanical Properties and
Durability of High Strength Concrete Reinforced with Sisal Fibers

Effect of Different Layouts of Shear Connectors on the Flexural Performance of Steel Concrete Composite
Beams

Effect of Bacillus subtilis Bacteria on Mechanical Properties and Crack Remediation of Limestone Calcined
Clay Cement Concrete

Evaluation of Creep in Lightweight Concrete Containing Tuff Aggregates

Performance of Unplasticised Polyvinyl Chloride Reinforced Concrete-Filled Subjected to Thermal Cyclic
Loading

Assessing the Structural Performance of Sisal Fibre Mat Retrofits for Post-Fire Damaged Beams
Effects of Alow Vera Mucilage as a Superplasticizer on the Performance of Self Consolidating Concrete

Numerical Model for Predicting Crack Propagation and Fracture Toughnessof Coconut Fibre ReinforcedHigh-
Strength Concrete

Effects of Volcanic Tuff Use on the Rheological and Mechanical Properties of Self Compacting Concrete

Effect of Depa-Vine (Cissus Integrifolia) Latex Extract on Lime Mortar for Restoration of Heritage Buildings: A
Case Study of Fort Jesus, Mombasa, Kenya

Modelling Peak Particle Velocity Attenuation Using Multi-Parameter Analysis
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